
Table 3-31:  Production of Silicon Carbide 
Year Metric Tons 
1990 105,000 
1991 78,900 
1992 84,300 
1993 74,900 
1994 84,700 
1995 75,400 
1996 73,600 
1997 68,200 
1998 69,800 
1999 65,000 
2000 45,000 
2001 40,000 

 


